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The pr imary mandate of  NASA i s  the study o f  the nature and or ig in  
of  the solar system. The study o f  comets provide us w i t h  unique 
in format ion about conditions and processes a t  the beginning o f  the 
solar system. Short period comets and the i r  relat ives, the near Earth 
asteroids may prove to  be second only to  the sun in importance t o  the 
long term survival  o f  c i v i l i za t i on  fo r  t w o  reasons. They are a possible 
candidate fo r  the cause of  mass ext inct ions o f  l i f e  on Earth; and they 
may provide the mater ia l  means f o r  the expansion of c i v i l i za t i on  i n to  
the solar system and beyond. They almost cer ta in ly  represent the most 
p r i m i t i v e  mater ia l  of the solar system, s t i l l  tanta l iz ing ly  unavailable 
u n t i l  space c r a f t  br ing us f i rst-hand information. In the meantime we 
must study comets by remote means. Laboratory investigations using 
synthet ic  cometary mater ia ls  may add t o  our knowledge of  these 
in te res t ing  objects. 

Comets are presumed t o  be made of ices w i t h  noncontacting 
dispersions of  micron and sub-micron slzed par t i c les  (Whipple, F L., ch I ,  
Lornets. page 67 if Wc3cnneii.JA M ,Cosmic Dust, New York, NY, W i i e y &  Sons, 1976 1. The most 
d i f f i c u l t  physical character ls t ic  t o  s imulate i s  the dispersion of  
pa r t i c l es  in ice in a way that  prevents them f rom touching one another. 
This requirement i s  cruc ia l  because i f  the par t i c les  touch one another 
they are unl ike ly  t o  be separated by the f lu id  dynamic forces (or 
e;ectr:)siatic f o r c e s )  a t  the subl iming ice  surface and the observed f r e e  
f l ow ing  dust plume (comprising t h e  cornet 's t a i l )  w i l l  not be possible. It i s  
possible, however, that  even i f  the pa r t i c l es  are not touching in the ice  
they may not escape the subl iming surface and thus may form a mantle 
under some low ra te  o f  solar insolat ion. It Is the study of  these two  
processes, dust and mant le formation, t ha t  i s  the object ive of t h i s  
ongoing 1 aboratory experimental investigation. 
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O R W A L  PAGE IS 
OF POOR QUALITY 

I f  a dispersion of par t i c les  i n  l iqu id  water  i s  frozen by ordinary 
means the freezing ice c rys ta ls  push the par t i c les  ahead of the 
freezing so l id- l iqu id  interface. The par t i c les  are trapped in the ice 
where the ice c rys ta ls  co l l ide w i t h  one another. in the mater ia ls 
pu r i f i ca t i on  industry this phenomenon i s  re fer red t o  as zone refining. 
This phenomenon must be avoided i f  pa r t i c l e  contact i s  to  be prevented. 
In synthesizing comet ices we t r i ed  several methods of high-speed 
freezing the l iqu id  dispersions of  pa r t i c l es  t o  obtain the requis i te  
noncontacting pa r t i c l e  dispersions in ice. 

The most re l iab le  means of freezing required tha t  we spray a very 
d i l u te  dispersion ( l(30.1) of  montmor i l lon i te  c lay in water  into l iqu id  
ni t rogen through a very smal l  nozzle ( c .  10 microns) a t  high pressures 
5GG psi). The nozzle must be w i t h i n  a few m i l ime te rs  o f  the surface of  

the l i qu id  ni t rogen so that the droplets h i t  the l iqu id  a t  high ve loc i ty  
and are frozen quickly. Because the o r i f i c e  i s  nearly as smal l  as the 
part ic les,  means must be provided f o r  continuously unplugging the 
nozzle. This was accomplished by using an adjustable coaxial needle 
valve o r i f i ce  that  could be continuously v ibrated t o  remove any plugs 
produced by the submicron montmor i l lon i te  c lay part ic les.  

A s lu r ry  o f  water  ice par t i c les  was formed in the l iqu id  nitrogen. 
The l i qu id  ni t rogen was decanted and the concentrated s lur ry  was 
poured in to  two  stainless s tee l  hemispherical salad bowls. A f ine w i r e  
thermocouple was inserted into a smal l  hole in the center of one 
hemisphere of the consolidated slurry. The other hemisphere was then 
jo ined t o  the f i r s t  t o  form a spherical body of  weakly sintered ice 
par t ic les.  

This -snow bal l '  (0 3 grrt/c:nJ) was then suspended in a f ine  nylon ha i r  
net  f rom a smal l  spring scale. The en t i re  assembly was then hung 
inside a cryotrapped, diffusion-pumped high-vacuum chamber. The 
chamber was pumped down t o  (10 -4 Torr) before a l l  o f  the absorbed 
l i qu id  ni t rogen evaporated. The thermocouple indicated that  some of 
the l iqu id  ni t rogen was in fac t  frozen during pumpdown. 
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This miniature 'comet' sublimed away i t s  water ice over the next 
seven days wh i le  the vacuum pressure, ice temperature and the weight 
o f  the body were recorded periodical ly. A t  the end of the experiment 
the subl imate residue that was l e f t  formed a sphere nearly the same 
s ize and shape as the or ig inal  snow ba l l  ( OV3iWcr1-13). 

Three s l i gh t l y  d i f fe ren t  'comet' subl imat ion experiments were 
performed in which the dust compositions (graphite was added)  and 
concentrat ions i 500  1 ) were varied. The subl imate residue spheres 
formed were s im i la r  in most respects i the 50% graphite made a weaker gray 
v e ~ : d e l -  They a l l  took 7 t o  8 days t o  subl ime completely. The lowest 

range o f  -60' C. The ice probably reached lower  temperatures near the 
end o f  the experiment but, because the thermocouple lead conducted a 
s ign i f i can t  amount o f  heat in to  the i ce  body the ice probably sublimed 
away f rom i t  early in the experiment. The vacuum chamber pressure 
continued t o  drop during the subl imat ion period (final pressure was 
1 !1-7T0rf). This indicates that as the subl imate residue became thicker 
i t s  insu lat ing propert ies increased and the ice temperature dropped 

I temperature recorded a f te r  the so l i d  ni t rogen had sublimed was in the 

~ 

I thus reducing the water  vapor pressure in the chamber. 

During the pumpdown smal l  pieces ( <  1 mm) o f  ice were ejected from 
the surface of  the spherical body. These pieces o f  'snow- sublimed very 
quickly once they came in contact w i t h  the room temperature f loor  of  

or  f rom the subl imate residue was observed. The 300K wa l l s  of the 
vacuum chamber apparently d id  not  produce enough rad iat ion load onto 
the ice  t o  produce a dust plume or the dust plume was so tenuous that 

may be able t o  produce dust plumes. Some fo rm o f  nephelometry w i l l  be 
used in these subsequent experiments t o  observe the dust i f  i t  i s  
released. The amount of  e lec t ros ta t i c  charging produced due t o  the 
subl imat ion and the e f fec t  of induced e lec t ros ta t i c  charge w i l l  also be 

I the vacuum chamber. No ind icat ion o f  any f ree  dust coming o f f  the i ce  

I we could not  observe it. Future experiments using a solar s imulator 

I measured. 
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